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I INTRODUCTION 

The J u l y ,  1967 semi-annual r epor t  cons i s t s  of a paper presented t o  

t h e  I n t  e rna t  i o n s 1  Vacuum Metallurgy Conference (New York City, June, 1967) 

reviewing t h e  s t a t u s  of m e t a l l i c  adhesion and a Masters Degree t h e s i s  by 

W. Saunders on the s o l i d  s t a t e  adhesion of tungsten-silver couples i n  

ultra-high vacuum. (L 0 C k A d )  
A s  i nd ica t ed  i n  t h e  l as t  semi-annual r epor t  on t h e  progress of 

adhesion research i n  t h i s  labora tory ,  a preliminary e f f o r t  e a r l y  t h i s  

year  w a s  i n i t i a t e d  t o  examine t h e  e f f e c t s  of gaseous contaminants, par- 

t i c u l a r l y  ha l ides ,  on t h e  junction s t r eng ths  of s i l v e r - s i l v e r  couples i n  

adhesion. 

c e r t a i n  advancements i n  ultra-high vacuum f r i c t i o n  research at t h e  NASA 

Although some progress had been made i n  t h i s  d i r ec t ion ,  

L e w i s  Laboratories,  ind ica ted  t h a t  a knowledge of t h e  adhesion process 

i n  t h e  iron-iron system and t h e  e f f e c t s  of carbon concentration on t h i s  

system could prove t o  be valuable i n  r e l a t i n g  t h e  adhesion mechanism t o  

t h a t  of t h e  f r i c t i o n  mechanism. Since t h e  l a t t e r  problem could immediately 

serve  a dual purpose, t h e  s i lver -ha l ide-s i lver  system study w a s  s e t  a s ide  

i n  favor of t h e  iron-iron inves t iga t ion .  

The preliminary da ta  from t h e  ultra-high p i - i t y  iron-iron couples 

has already proven most i n t e r e s t i n g ,  i n  t h a t  a r e l a t i v e l y  strong degree 

of adhesion w a s  observed without t h e  necessary argon ion cleaning demon- 

s t r a t e d  i n  previous s tud ie s .  

are atomically clean without t h i s  cleaning s t e p ,  c f .  Pignoco (l), t h e r e  

is evident ly  some impurity on t h e  i ron  surfaces which a c t s  as an adhesive 

Since it i s  qu i t e  un l ike ly  t h a t  t h e  surfaces 

agent o the r  than t h e  presence of f r e e  me ta l l i c  surfaces.  Such has been 

suspected i n  e a r l i e r  s tud ies  .on c e r t a i n  o ther  systems; however, absolu te  

proof w a s  never achieved s ince  t h e  p a r t i c u l a r  contaminant w a s  never 



. 
i den t i f i ed .  More extensive inves t iga t ions  of iron-iron contaminated with 

varying degrees of carbon and/or olrygen, w i l l  provide more information 

on t h i s  pecu l i a r  behavior. 

The technique f o r  tak ing  da ta  as described i n  t h e  two recent 

publ ica t ions  ( 2  ,3 )  from t h i s  labora tory ,  involved t h e  addi t ion ,  o r  re- 

moval, of a normal load t o  a to r s ion  beam i n  ultra-high vacuum by in- 

creasing, o r  decreasing, t h e  current t o  a solenoid which, i n  t u r n ,  ac ted  

magnetically on a i ron  s lug  attached t o  one end of t h e  beam. 

process was always accomplished i n  s t eps  and t h e  measurement of t h e  

contact r e s i s t ance  was made after each s t ep .  

slow, and o f t en  produced unnecessary data point s c a t t e r  ( load  vs  

r e s i s t ance )  due t o  time var ia t ion  between s t eps .  Furthermore, t h e  

process never permitted a carefu l  examination of t h e  f i n e  s t r u c t u r e ,  

This 

Such a technique w a s  very 

p a r t i c u l a r l y  at t h e  f r a c t u r e  poin t ,  of t h e  load  versus contact r e s i s t ance  

curve. 

During t h e  l a s t  period, an apparatus w a s  assembled such t h a t  t h e  

load  could be automatically applied t o  some prese lec ted  peak load  and 

then  t h e  load  removed automatically t o  t h e  f r a c t u r e  point.  

of t h e  Sanborn (312) s t r a i n  gauge monitor w a s  then used as t h e  input t o  

a Brown Electronik Recorder. Since t h e  contact r e s i s t ance  of t h e  system 

under inves t iga t ion  is  measured i n  a Kelvin Bridge c i r c u i t  at  a p a r t i c u l a r  

n u l l  po in t  as de tec ted  on a nanovoltmeter, t h e  only w a y  a v a r i a t i o n  i n  

contact r e s i s t ance  could be detected during a load  varying cycle and s t i l l  

r e t a i n  t h e  bridge s e n s i t i v i t y ,  i s  t o  measure t h e  va r i a t ion  from n u l l ,  

but immediately adjacent t o  the  n u l l  po in t  as t h e  load, i . e .  contact 

r e s i s t a n c e ,  i s  changing. For example, t h e  minimum res i s t ance  during a 

cyc le  is  t h a t  a t  peak load  and may be measured i n  t h e  normal manner as 

The output 



described previously ( 2 , 3 ) .  Variations from t h i s  value extend t o  an 

* .  open c i r c u i t  and those  of most pe r t inen t  i n t e r e s t  l i e  within a few t e n t h s  

of an ohm g r e a t e r  than t h i s  value. By c a l i b r a t i o n  of t h e  de f l ec t ion  of 

t h e  nanovoltmeter n u l l  detector i n  0.01 ohms per de f l ec t ion  u n i t  from t h e  

n u l l  point and t h e  u t i l i z a t i o n  o f  t h e  nanovoltmeter output as an input 

i n t o  a Brown Electronik Recorder, a complete h i s t o r y  of t h e  v a r i a t i o n  of 

contact r e s i s t ance  make-to-break can be recorded while t h e  load  i s  var ied  

continuously through t h e  preselected peak value t o  f r ac tu re .  

has been f u l l y  t e s t e d ,  standardized, and is  cu r ren t ly  operational.  The 

The apparatus 

most des i r ab le  configuration , an x-y recording, with t h e  x-function as 

t h e  load  ( s t r a i n  gauge output )  and t h e  y-function as t h e  contact r e s i s -  

t ance ,  w i l l  be u t i l i z e d  when a recorder of t h i s  type i s  made ava i lab le .  

The preliminary da ta  from t h i s  apparatus ind ica t e s  t h a t  t h e  contact 

r e s i s t ance  is  a smooth function of load under conditions of sur face  con- 

tamination, i r r e s p e c t i v e  of t h e  na ture  of t h e  loading cycle. This w a s  

observed as t h e  contaminated iron samples were loaded t o  a peak load, 

p a r t i a l l y  unloaded, then  loaded, e t c .  The contact r e s i s t ance  followed 

t h e  loading and unloading i n  a respec t ive  manner. Under these  conditions,  

t h e  smallest de t ec t ab le  r e s i s t ance  change l i e s  below 2.0 x o k i s  at a 

contact r e s i s t ance  of about 0.05 ohm. There i s  l i t t l e  doubt t h a t  w i t h  

t h e  a v a i l a b i l i t y  of t h i s  new t o o l  a far b e t t e r  understanding of t h e  

r e l a t i o n s h i p  of contact area t o  adhesion, and, i n  t u r n ,  t h e  mechanism of 

adhesion w i l l  be a t ta ined .  
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